114.3 - Catalyst Characterization Material (liquid form)

This RM is for determining the activity of FCC Catalysts by Microactivity Test. It is distributed by NIST in cooperation with the ASTM.

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM for their
needs. For specific values and uncertainties, the certificate is the only official source.

SRM Description Unit of Issue
8590 High Sulfur Gas Oil Feed 1qt
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